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Methodology of statistical study of the chemical composition 
of by-products of coal mining to assess their suitability 

as materials for reclamation

Introduction

Waste rock strata accompanying the coal seams are increasingly treated not as waste 
but as a source of mineral resources for economic use and the production of waste material 
is an integral part of both the process of mining and preparation of the raw material. The 
content of sulfur and other elements in the rock material accompanying the coal seams va-
ries significantly (e.g. Klojzy-Karczmarczyk 2003; Góralczyk and Baic 2009; Korban 2011; 
Michalska and Białecka 2012; Rosik-Dulewska 2012; Bzowski and Dawidowski 2013; Kloj-
zy-Karczmarczyk and Mazurek 2014; Strugała et al. 2014; Dziok et al. 2015; Jabłońska-Cza-
pla et al. 2015; Kosa and Kicińska 2016; Klojzy-Karczmarczyk et al. 2016a, 2016b, 2016c). 
These contents are often elevated in relation to the limit values set for inert mining waste. 
Furthermore, an increase of the leaching of sulfur compounds from the waste material with 
increasing time of its residence in the environment has been proven. The search for new 
solutions in the field of management of by-products from coal mining and the improvement 
of existing ones, results in the need to minimize the amount of waste, while increasing the 
weight of the product used in various economic processes. However, this is a complex issue 
both in terms of the regulations relating both to the quality of the waste rock material, and 
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with regard to potential threats to the soil and water environment. In the long term, the 
degradation of sulfides towards the production of sulfates is possible. Sulfates – as easily 
soluble – may pose a threat to the environment. Due to the variation of sulfur content in the 
waste material and the ability to activate sulfates with time, the low content of sulfides in the 
base material destined for reclamation by filling the pit is therefore important. 

Studies conducted and described in the earlier works involving the authors (Klojzy- 
-Karczmarczyk et al. 2016a, b, c) indicate the possibility of the use of mining waste from 
the Janina Coal Mine (Upper Silesian Coal Basin, Poland, TAURON Wydobycie S.A.) or 
products based on gangue (aggregates) for the technical reclamation. It is essential for this 
process to obtain a material with low total sulfur. A characteristic feature of the waste ma-
terial from coal mining is a strong relationship binding the size of the fraction of material 
with sulfur content. With the increase in the size of the fractions the sulfur content decreases 
nonlinearly (Klojzy-Karczmarczyk et al. 2016c). Similar regularities can be expected with 
regard to the content of heavy metals. Therefore, in the case of exceedance of the regulatory 
limits for inert waste in the rock material remaining after coal preparation, it is logical and 
rational to reduce the excessive content of harmful components by eliminating the finest 
fractions by screening of the original material.

The conclusions presented in earlier works (Klojzy-Karczmarczyk et al. 2016a, b, c) are 
based on the results of laboratory tests. In order to verify, it is desirable to conduct statistical 
analysis. This preliminary analysis of selected quality parameters of the studied waste and 
aggregates is the subject of a separate publication involving the authors (Klojzy-Karczmarczyk 
et al. 2016a, b). The conducted analysis requires, however, a detailed consideration of the use of 
different statistical methods. In the presented work, the problem of determining the maximum 
size of the fraction of material needed for screening or (what amounts to the same thing) for 
determining the minimum fraction of the rock material meeting the limits and therefore safe 
as aggregate for filling the post-mining pits was undertaken. This task was achieved by using 
classical statistical analysis including a different methodical approach to solve the problem. 
Further in the article a case study of rocks that are the product of mining and preparation of 
coal in the Janina coal Mine for which three statistical methods were proposed for determi-
ning the lower limit of the fraction of material that guarantees, with a low risk of error, to not 
exceed the allowable limit (maximum) of the content of harmful ingredients treated as refe-
rence values is presented. The application of advanced methods of statistical analysis for this 
purpose may facilitate the design of technological processes, leading to obtaining industrial 
quantities of high quality, appropriately graded reclamation material used for the environmen-
tally safe backfilling of the open pits during the technical reclamation works phase. 

Both statistical and geostatistical methods were often used to evaluate the content and 
description of the spatial distribution of contaminating components such as e.g. sulfur (Pro-
bierz and Marcisz 2001; Mucha and Wasilewska 2005; Mucha et al. 2008; Kokesz 2010; 
Marcisz 2013; Mucha and Wasilewska-Błaszczyk 2015), phosphorus (Morga 2007; Marcisz 
2014) or chlorine (Marcisz and Sobolewski 2015) in coal seams of the Upper Silesian coal 
Basin. The results of the analyses obtained for deposits “in situ”, however, do not give gro-
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unds to forecast the content of the contaminating components in the waste materials genera-
ted during coal preparation due to the variable height of the operating wicket and, consequ-
ently, due to the size of gangue ripping which is difficult to predict. A reliable assessment 
of the fraction of rock material which meets the requirements of relevant standards requires 
direct sampling of coal mining waste. 

1. Conditions of use of waste rock material from the Janina Coal Mine 
for reclamation of pits in relation to quality standards

The materials that are a side effect of mining production (both mining waste and ag-
gregates), produced during the exploitation and processing of coal are characterized by the 
presence of impurities of various substances and elements harmful to the soil and water 
environment. The use of such waste and products thereof, e.g. aggregates, for the reclama-
tion of brownfield sites (including open-pit quarries), is subject to a number of restrictions 
under the applicable laws in the field of waste management and environmental protection. 
The basic requirement for the use thereof for the purpose of reclamation is an obligation to 
meet different standards (operating limits of contaminants) in the waste/products in order 
to protect the soil and water environment from pollution at the point of storage. In this 
respect, there are currently several legal acts in force relating both to waste and to the ma-
ximum levels of allowable levels of contaminants potentially introduced with leachate into 
the environment (Klojzy-Karczmarczyk and Mazurek 2015; Kicki and Sobczyk ed. 2016). 
The need to ensure a sufficiently low content of sulfur and heavy metals referred to as the 
total content in both the material and the volume of elution of a given component, that may 
be a result of influence of atmospheric conditions on the waste masses arises, among others 
from the above regulations.  

A characteristic feature of the coal mining waste is a variation of polluting impurities 
content, depending on the grain size of the waste material. As follows from the conduc-
ted detailed research of team of authors B. Klojzy-Karczmarczyk, J. Mazurek and K. Paw 
(2016c) for the material from the Janina Coal Mine, a majority of impurities in the material 
is found in the smallest range of grain fractions with diameters of 0–20/30 mm. As the 
lower limit of the particle size increases, the total sulfur content, and most of the analyzed 
metals and metalloids, is decreased. Above a certain minimum particle diameter, the tested 
material is characterized by good parameters, satisfying legal requirements, including the 
criteria for inert waste for the soil and water environment. The analysis of the sulfur content 
in all the fractions separated from the 16 collected raw (primary) samples revealed a high 
variation of this parameter. The highest sulfur content was measured in the finest fraction 
with a diameter of 0–6 mm, where the calculated average sulfur content reaches nearly 5%. 
However the calculated average sulfur content in the modified sample has a value of less 
than 1%, above the 35 mm grain diameter. Given the mass share of each grain fractions and 
their measured sulfur content, it can be assumed that the aggregates with a grain diameter 
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greater than 20 mm may be a perspective material for filling reclaimed open-pit mines. The 
objective of the proposed statistical analysis is to confirm that value and to search for the lo-
wer grain boundary above which the sulfur content in the sample is less than the adopted 1%. 

In the laboratory so-called secondary (modified) samples were prepared by an rejection 
of the fraction below 10 mm, and below 20 mm and re-mixing of the samples while pre-
serving their mass shares, and the detailed results as summarized in the work cited above. 
Studies of the content of the total and leachable forms of particular components were con-
ducted. The total content of individual elements varies for the secondary samples produced 
by a combination of fractions of 10–200 mm (>10 mm) and of the secondary samples of 
fraction 20–200 mm (>20 mm). Fractions with a particle size of >200 mm were not found in 
this case. Most often higher contents of particular elements are observed in the secondary 
samples resulting from the combination of fractions of 10–200 mm. Isolated exceedances of 
the total sulfur content were found while maintaining the average value at a level appropriate 
for inert mining waste. The results obtained in the contaminants leaching test indicate that 
the tested modified samples (after the rejection of fine fractions) will not introduce abnormal 
amounts of the analyzed elements or sulfates. only in aqueous extracts of the secondary 
samples may one observe frequent exceedances of the specific electrolytic conductivity and 
in two cases, an increase in chlorides content. It can be assumed that there are reasonable 
grounds to obtain a stable product, safe for the environment in the process of reclamation, 
characterized by an average sulfur content of not more than 1%, which is a sufficient con-
dition for the simultaneous presence of other favorable parameters of the analyzed aggre-
gates, such as a sufficiently high rate of neutralization potential and low content of other 
contaminants shown in the conducted 1:10 leaching tests (batch test).

2. Primary material for statistical surveys

The basis of the statistical analysis were the results of a special experimental sampling of 
rock produced during the mining and preparation of coal at the Janina coal Mine (Klojzy- 
-Karczmarczyk et al. 2016b, c). Of the 16 raw samples collected from the conveyor, here-
inafter referred to as the primary samples, with an average weight of about 200 kg each, 
15 fractions were separated (0–6, 6–8, 8–10, 10–16, 16–20, 20–25, 25–30, 30–35, 35–40, 
40–50, 50–60, 60–80, 80–120, 120–200 and >200 mm (fraction >200 mm was actually 
not found) for which the laboratory at the Janina coal Mine determined the total sulfur 
content (St

d) in a dry matter (DM) using the high temperature method. On the basis of these 
measurements, the sulfur content in the primary samples was calculated using a weighted 
average for mass fraction and then in the conventional secondary samples generated from 
primary samples through the elimination of the subsequent fractions starting from the finest. 
For example, the symbol St

d10+ [mm] represents the total sulfur content in the dry matter in 
a secondary sample, produced from the primary sample after the elimination of the fraction 
of less than 10 mm, i.e., the content of sulfur in the rock material with a fraction of >10 mm 
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(in this case 10–200 mm). Thus formed data sets were used to determine the upper limits of 
the confidence interval for the sulfur content and for testing the hypothesis of equality of the 
average sulfur content to the reference content (the maximum allowed) in various variants 
of secondary samples. The allowed (reference) value of the sulfur content was assumed at 
1%, in compliance with the Regulation of the Minister of Environment of July 15, 2011 on 
the criteria for assigning mining waste as inert waste (Journal of Laws of 2011, No. 175, 
item 1048). The sulfur content in the individual fractions of the combined material from all 
16 primary samples was calculated and, on this basis, subsequently, the sulfur content in the 
rock material above the lower limits of each of the 15 fractions was calculated. The data set 
created this way was used to construct a model of the relationships between the lower limit 
of the fraction and the sulfur content in the rock material above this limit.

Data sets with contents of 11 elements (As, Cd, Co, Cr, Cu, Hg, Mo, Ni, Pb, V, Zn) 
were derived from the 13 secondary samples and included the determination of the total con-
tent of metals and metalloids by spectrophotometric method, conducted at the MEERI PAS 
laboratory and IcP oES method in the hydrogeochemical laboratory of the AGH University. 
Analyses were conducted in only two variants of rock material fractions of secondary sam-
ples: 10–200 mm (>10 mm) and 20–200 mm (>20 mm). Therefore, with respect to the metals 
and metalloids, the statistical analysis was restricted to an estimation of the upper limits of the 
confidence interval for the average content in the indicated fractions and to comparing them 
with the limits allowed for inert mining waste (Journal of Laws of 2011, No. 175, item 1048).

3. Methodology of statistical research

The exclusive use of estimates of the average content of components potentially contami-
nating the post-mining waste (sulfur and other elements) as a criterion for determining the 
lower limits of the fraction of rock material that meets the requirements of the limit values is 
insufficient and risky due to the generally high variability of the contents of the contamina-
ting components between different batches of waste. A more appropriate and safer approach 
is to set the lower limit of the material’s fraction wherein with the predetermined but low 
probability of error, the content of contaminants does not exceed the allowable limit (refe-
rence value). To solve this task at least three different statistical approaches presented below 
with regard to sulfur content may be used. 

Method 1
In this method, the calculation the of sulfur content was used in the subsequent series 

of secondary samples, obtained by the successive elimination of fractions from the primary 
samples from the finest fraction to the thickest. For each series of samples the upper, gu-
aranteed average contents of the potentially contaminating component were determined. 
The guaranteed average content of this component is understood as such content (xu) for 
which the probability that the actual average content (m) will be higher is small and does 
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not exceed, for example, α = 0.05 or α = 0.01 i.e. P(m > xu) = α. The series with the highest 
average guaranteed sulfur content which complies with the limits imposed for inert mining 
waste (<1% S) defines the lower limit of the fraction of the rock material deemed as safe for 
reclamation. Assuming a normal distribution of the feature in a population, the guaranteed 
value (xu) is calculated with the formula (1):

 xu = x  + t1–α 
s
n

 (1)

ªª x   – the average (arithmetic mean) sulfur content in a given series of secondary  
    samples,

n  – statistical sample size,
s  – standard deviation in the sulfur content in a series of secondary samples, 
t1–α – quantile of t-Student’s distribution of degree (1 – α) for (n – 1) degrees  

   of freedom. 

For data sets for which the correct determination of the upper guaranteed values based 
on the above formula is substantively unreasonable because of the failure to comply with the 
assumptions of its applicability, one can use the approximate, non-parametric method referred 
to in English literature as bootstrapping. This is for example the case if the statistical sample 
is small (counts less than 30 observations) and the distribution of probability is drastically 
deviated from normal. In this method, the guaranteed values (upper bootstrap bound) are de-
termined through the multiple drawing of lots with a replacement. With a statistical n-element 
sample (e.g. contents of the component determined for n secondary samples) one can conduct 
multiple draws of k independent random samples (k should be large, optionally in Statgraphics 
it is assumed at k = 500), then for each value the arithmetic mean is determined. After align-
ment of the arithmetic means in ascending order for the assumed probability level of P = 1 – α, 
one determines the upper limit of the confidence interval (upper boot strap bound). 

Method 2
As in Method 1, this approach also requires estimating the sulfur content in the secon-

dary samples after subsequent eliminations of fractions in the primary samples starting 
from the finest and involves testing a null hypothesis (H0) about the equality of the average 
content of the potentially contaminating component with the reference (limit) value against 
the alternative hypothesis (H1), that the average is smaller than the reference value. In the 
case of a small statistical sample and assuming normal distribution of the feature in the ge-
neral population (justified by the results of testing the normality of distribution, e.g. using 
the Shapiro-Wilk test most recommended in recent years), the t statistic checking the null 
hypothesis is as follows:

 t = 0x m
n

s
−

 (2)
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ªª x  – the average (arithmetic mean) sulfur content in a given series of secondary  
   samples, 

s – standard deviation, 
n – statistical sample size (number of secondary samples in the series), 
m0 – hypothetical average value in the general population  

  (assuming reference, allowable sulfur content).

Statistic t – assuming the truth of the null hypothesis (H0) – has a t-Student distribution 
with n – 1 degrees of freedom. Unlike the traditional, classical hypothesis testing of statisti-
cal hypotheses, hypothesis testing using computer software is carried out on the basis of the 
so-called test probability (Sokołowski 2004) represented by the P-value (or p-value). It can 
be defined as a boundary, the lowest level at which the observed value of the test statistic 
leads to a rejection of the null hypothesis. Rejection of the null hypothesis occurs when the 
P-value ≤ α, and there is no reason to reject it when the P-value > α.

Method 3
The method involves determining the model of the relationships between the average 

contents of the potentially contaminating components above consecutive boundaries of the 
rock material fractions and boundaries of these fractions and the upper limits of the con-
fidence intervals for the designated model. The lower limit of the fraction of rock material 
that meets the limit values must be considered one for which the upper limit of the confiden-
ce interval for the regression model is closest to the limit but does not exceed it. The upper 
limit of the confidence interval (Yu,x,α) for the assumed level of significance α and for any 
value of the independent variable x is determined by the general formula:

 yu,x,α = Ŷx + tα,n–2s(ŷx) (3)

ªª Ŷx  – the value of the dependent variable (contaminating component) 
    read from the regression model for the fixed value of the independent  
    variable x (lower limit of the fraction), 

tα,n–2 – quantile of the t-Student distribution of degree (1 – α)  
   for df = n – 2 degrees of freedom,

s(ŷx) – the standard error of the estimate of the expected value of feature Y  
   at the set value of feature X = x.
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4. Separation of the lower fraction of rock material 
that meets allowable requirements – 

the Janina Coal Mine case study 

For the waste material from the Janina coal mine the lowest fraction of grain size above 
which with relatively high probability the sulfur content is sufficiently low (below 1%) was 
determined. Furthermore, for the secondary samples prepared by screening it was determi-
ned whether with relatively high probability there will be no exceeding of the permissible 
limit values for the analyzed metals and metalloids, set for the inert mining waste. The 
analysis in both cases is reduced to the use of the same statistical tools. In practice, the most 
important task is to develop a methodology sufficiently accurate for the determination of 
the key parameters (e.g. the percentage content of sulfur) in the mass of waste/aggregate 
in industrial quantities, as a function of their grain size, estimated on the basis of the study 
of the parameters of a limited, statistically significant random sample derived from a given 
batch of waste/aggregate.

Given the wide range of sulfur content indications, only for that element the procedure of 
determining the lower limits of the rock material fraction that meets the imposed limits was 
conducted using the three statistical methods described in the preceding section. In the case 
of the content of 11 selected metals and metalloids, the analysis was limited to verification 
using method 1 whether the upper guaranteed metal contents in fractions 10–200 mm (in the 
tables and figures 10+ [mm]) and 20–200 mm (20+ [mm]) do not exceed the specific limit 
(maximum) values set by relevant regulations. In both cases, calculations were conducted 
using the statistical software STATGRAPHICS (2014).

4.1. Sulfur content studies 

The statistics of sulfur content in the primary samples for the full range of grain sizes 
(Table 1), indicates a relatively high variability of this parameter with a variation coefficient 
of just over 40%. The standardized skewness and kurtosis coefficients, as well as the Shapi-
ro-Wilk normality test results give no reason to reject the hypothesis of normal distribution 
of the sulfur content in the primary samples. 

The lower limit of the confidence interval (1.48%) for the probability level P = 0.99, de-
termined due to the statistically small sample using t-Student’s distribution, is significantly 
higher than the reference, allowable sulfur content of 1%. This confirms the desirability of 
research regarding the contents of sulfur in the rock material remaining after the elimination 
of subsequent fractions starting with the finest.

The key for solving the posed task are the secondary samples produced from the prima-
ry samples after the removal of fractions of material with a diameter of <10 mm, <16 mm, 
<20 mm, and <25 mm, for which the statistics of sulfur content and study results are shown 
in Table 2. As with the primary samples, the Shapiro-Wilk’s test does not give grounds to 
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Table 1. Summary statistics for total content of sulfur (St
d [%]) in 16 primary samples

Tabela 1. Statystyka zawartości siarki całkowitej w stanie suchym (St
d [%]) oznaczonej  

 w 16 próbach pierwotnych)

Statistics Values

count 16

Average [%] 2.16

Coeff. of variation [%] 43

Minimum/Maximum [%] 0.43/3.88

Stnd. Skewness/Kurtosis 0.42/–0.18

Shapiro-Wilk test of normality (P-value) 0.86

Confidence interval for mean (P = 0.99) [%] 1.48; 2.84

Table 2. Statistics of the total sulfur contents in distinguished 16 secondary samples for 4 variants  
 of lower fraction limits

Tabela 2. Statystyka zawartości siarki całkowitej w 16 próbach wtórnych dla 4 wariantów dolnych granic frakcji

Statistics of sulfur content
Fraction

10+[mm] 16+[mm] 20+[mm] 25+[mm]

Arithmetic mean [%] 1.06 0.93 0.85 0.78

Coefficient of variation [%] 38 38 39 43

Minimum/Maximum [%] 0.29/1.66 0.28/1.44 0.27/1.32 0.23/1.19

Shapiro-Wilk test of normality (P-value) 0.85 0.62 0.43 0.08

Upper confidence bound for St
d mean content [%] 

(probability level P = 0.95) 1.23 1.08 0.99 0.93

Upper confidence bound for St
d mean content [%] 

(probability level P = 0.99) 1.31 1.16 1.06 0.997

t-test: P-value 
null hypothesis: mean St

d = 1.0[%] 
Alternative hypothesis: mean Std <1[%]

0.73 0.216 0.043 0.009

Upper confidence bound for St
d contents

[%] predicted from fitted model for P = 0.95
1.15 0.99 0.91 0.83

Upper confidence bound for St
d contents [%] 

predicted from fitted model for P = 0.99 (Fig. 1) 1.18 1.01 0.93 0.84
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reject the hypothesis of normal distribution of the sulfur content (at the significance level of 
α = 0.05). The average sulfur content in the secondary samples is less than 1%, starting from 
the fraction of > 16 mm. With the risk of error of less than 0.05, the upper limit of the confiden-
ce interval for the average sulfur content does not exceed 1% in the fraction with a particle 
diameter of >20 mm and the risk of error is not greater than 0.01 for the fraction of >25 mm. 
The same conclusions may be drawn from the results of t-Student’s test, the alternative 
hypothesis on the sulfur content in the rock being less than 1% for the 0.05 level of signifi-
cance should be accepted for the fraction >20 mm and at a significance level of 0.01 for the 
fraction of >25 mm.

Fig. 1. The graph of the best fitted model (thick line) of empirical dependence between the sulfur content and the 
lower fraction limit of material (thin line – upper confidence bound for probability level P = 0.99). 

Explanations: equation of non-linear regression  
0.636 0.174 Fr[mm]d

tS + [%] = e −  

P-value = 0.000, coefficient of determination R2 = 97.3% 
(St

d+ – the sulfur content in the rock material above lower limit of fraction Fr)

Rys. 1. Wykres najlepiej dopasowanego modelu (linia gruba) zależności empirycznej między 
zawartością siarki i dolną granicą frakcji materiału skalnego 

(linia cienka – górna granica przedziału ufności dla poziomu prawdopodobieństwa P = 0,99). 
Objaśnienia: równanie funkcji regresji nieliniowej:  

0,636 0,174 Fr[mm]d
tS + [%]  e −=

 

 P-wartość = 0,000, współczynnik determinacji R2 = 97,3% 
(St

d+ – zawartość siarki w materiale skalnym powyżej dolnej granicy frakcji Fr)
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only slightly different, but milder results of determining the lower limits of the fraction 
of rock “safe” from the point of view of sulfur content are obtained from the non-linear 
regression function binding the lower limits of the fraction with the contents of sulfur in 
the rock material above those boundaries (Fig. 1). It should be noted that against the back-
ground of a wide variety of regression models proposed by the statistical software STAT-
GRAPHIcS, the chosen model is the best in the sense of the goodness of approximation based 
on empirical dependency as evidenced by the high value of the coefficient of determination 
(R2 = 97.3%) and very high statistical significance (P-value = 0.000). The lower limits of the 
fraction above which the sulfur content does not exceed 1%, read from the upper limit of the 
confidence interval amount to 16 mm for the probability level P = 0.95 and 20 mm for the 
probability level P = 0.99 (Table 2). 

Analyzing and generalizing the results of applications of the three proposed statistical 
methods, it can be safely assumed that the fraction of >20 mm and very safely the fraction 
of >25 mm guarantee that the contents of total sulfur in a dry matter in the rock material 
that is the product of coal preparation do not exceed the permissible, reference value of 
1%. Similar but slightly stricter results were also obtained for the preliminary tests con-
ducted on the waste material from the Janina coal mine based on an analysis of 8 primary 
samples (Klojzy-Karczmarczyk et al. 2016a). It was then concluded that the fraction of 
>20 mm with high safety and the fraction of >30 mm with very high safety ensures the 
sulfur content in the rock material below 1%. They are caused by higher coefficients of va-
riation for the sulfur content of approximately 50–60% and may be associated with small 
sample size. It cannot be ruled out that collecting additional raw samples to achieve a 
statistically high sample size (>30 observations) will – through statistical analysis – allow 
for lowering the lower limit of the fraction of rock material safe from the point of view of 
the content of sulfur.

4.2. Studies of selected other elements

The examination of the contents of elements (As, Cd, Co, Cr, Cu, Hg, Mo, Ni, Pb, V, Zn) 
in the waste rock material was limited to determining the upper limits of the confidence in-
terval for the average content (guaranteed content) for two fractions: >10 mm (10–200 mm) 
and >20 mm (20–200 mm). The limit of determination was assumed for the calculation of 
the average value in the case of very low contents. Statistics for the total content of 11 ele-
ments prepared on the basis of 13 secondary samples are summarized in Table 3. 

Against the background of the allowable (reference) content limits, the average contents 
of the analyzed components are usually much lower than the reference values as early as 
for the fraction of >10 mm. Only the average nickel content exceeds 50% of the reference 
value. With the exception of copper and molybdenum, during the transition from the fraction 
of >10 mm to >20 mm there is a decline in the average content of other elements. Due to the 
partial non-fulfillment of the condition of the normal distribution of metals content for the 
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Table 3. Statistics of element contents for fractions 10–200 mm and 20–200 mm of 13 secondary samples

Tabela 3. Statystyka zawartości pierwiastków we frakcjach 10–200 mm oraz 20–200 mm dla 13 prób wtórnych 

component 
[mg/kg] 

DM

Reference 
[mg/kg]*

Fraction 10+[mm] Fraction 20+[mm]

Mean
Upper 
bound 

CL = 0.99

Bootstrap 
Bounds 

CL = 0.99

Shapiro-
Wilk Test 

-value
Mean

Upper 
bound 

CL = 0.99

Bootstrap 
Bounds 

CL = 0.95

Shapiro-
Wilk Test 
P-value

As 20
1.31

(6.6%)
2.12

(10.6%)
2.00

(10.0%)
0.040

1.04
(5.2%)

1.69
(8.5%)

1.64
(8.2%)

0.021

cd 5
0.071
(1.4%)

0.112
(2.2%)

0.109
(2.2%)

0.005
0.041
(0.8%)

0.060
(1.2%)

0.060
(1.2%)

0.001

co 30
5.12

(17.1%)
6.30

(21.0%)
6.03

(20.1%)
0.057

4.61
(15.4%)

5.40
(18.0%)

5.24
(17.5%)

0.627

cr 150
32.3

(21.5%)
38.2

(25.5%)
37.4

(24.9%)
0.364

31.3
(20.9%)

34.9
(23.3%)

33.9
(22.6%)

0.443

cu 100
16.3

(16.3%)
19.5

(19.5%)
19.2

(19.2%)
0.108

17.7
(17.7%)

22.9
(22.9%)

22.7
(22.7%)

0.188

Hg 3
0.015
(0.5%)

0.021
(0.7%)

0.019
(0.6%)

0.039
0.008
(0.3%)

0.010
(0.3%)

0.010
(0.3%)

0.000

Mo 10
0.536
(5.4%)

0.701
(7.0%)

0.686
(6.9%)

0.005
0.624
(6.2%)

0.991
(9.9%)

0.939
(9.4%)

0.001

ni 50
28.9

(57.8%)
34.9

(69.8%)
34.1

(68.2%)
0.027

26.3
(52.6%)

31.3
(62.6%)

30.6
(61.2%)

0.207

Pb 100
31.0

(31.0%)
49.9

(49.9%)
50.4

(50.4%)
0.000

20.0
(20.0%)

26.5
(26.5%)

25.2
(25.2%)

0.473

V 350
48.1

(13.7%)
56.6

(16.2%)
55.6

(15.9%)
0.537

46.7
(13.3%)

52.0
(14.9%)

50.5
(14.4%)

0.567

zn 500
79.8

(16.0%)
100.4

(20.1%)
96.0

(19.2%)
0.693

66.0
(13.2%)

83.9
(16.8%)

82.9
(16.6%)

0.054

Explanation: ( ) – percentage contents of metals and metalloids in the reference (maximum) values, CL – confidence level
* Regulation of the Minister of Environment of July 15, 2011 on the criteria for assigning mining waste as inert waste 

(Journal of Laws of 2011, No. 175, item 1048); Regulation of the Minister of Environment of 9 September 2002 on the criteria 
for soil and ground quality (Journal of Laws of 2002, No. 165, item 1359). 
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significance level α = 0.05 (P-value <0.05), to determine the upper limits of the confidence 
interval (guaranteed content) the method of bootstrapping was applied in addition to the 
classical method. Both methods give similar results. For the fraction of 10–200 mm, only 
guaranteed contents of lead and nickel reach 50–70% of the allowable values. For other 
metals the upper limits of the confidence intervals do not exceed 50% of the allowable value 
and are generally much lower than that. An unambiguous conclusion may be drawn that the 
suitability of the rock material accompanying the coal seams in the Janina coal mine is de-
termined by the sulfur content. Due to the decidedly low contents of metals and metalloids 
in the 1:10 water extracts from the secondary samples, no statistical analysis was conducted 
for such material.

Summary and Conclusions

Statistical methods are an effective tool for assessing the suitability of waste from the 
preparation of coal as a material for reclamation when one has reliable sampling results. For 
this purpose, the following can be used in particular: the evaluation of guaranteed (the ma-
ximum for a given degree of probability) contents of the polluting components, the results of 
statistical hypotheses testing and analysis of correlation and regression. 

The applied statistical methods produce results very proximate to each other. Slight dif-
ferences may be due to slightly differing masses of the raw samples collected during the 
sampling and due to their small number. For this reason, it is necessary to periodically verify 
the obtained results through conducting of a control sampling of the products of coal prepa-
ration. In the presented case study of the waste from the Janina coal Mine the determined 
total contents of 11 elements (not including sulfur) in the secondary samples for the fraction 
of 10–200 mm and 20–200 mm showed they are lower than the allowable limits specified by 
relevant legal regulations. 

For these fractions the exceedance of the limit values by the sulfur content, however, is 
highly likely. Thus, the essential criterion for the suitability of the material for the reclama-
tion shall be the total sulfur content in a dry matter. Due to the non-linear reduction in the 
sulfur content with the increasing fraction size of the rock material, the simplest method of 
obtaining the material „safe” for reclamation is screening and separating the finest fractions. 
The determination of the lower limits of the material fraction that meets the environmental 
requirements provided in relevant regulations should be conducted using statistical methods 
based on the results of reliable sampling of rock material remaining after coal preparation. 
In the presented case study for the Janina coal mine, based on the results of a statistically 
small sample (<30 observations), rock material fraction of >20 mm may be considered as 
safe for the purposes of reclamation, and the material fraction of >25 mm as very safe. One 
cannot exclude, however, that this limit can be reduced (e.g. to 16 mm) for a supplementary 
sampling with an increased number of observations until reaching a statistically large sam-
ple (>30 observations).
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It can be assumed that the proposed methodology of the statistical studies can be success-
fully applied to the analysis of waste material from other coal mines as well as for mines of 
other mineral resources. 

The authors would like to express their gratitude to TAURON Wydobycie S.A. in Jaworzno for 
providing data and enabling the conduct of this work.

The publication has been partially realized within the framework of the statutory research of 
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Metodyka statystycznego badania składu cheMicznego 
produktów ubocznych wydobycia węgla kaMiennego 

dla oceny ich przydatności, jako Materiałów rekultywacyjnych 

S ł o w a  k l u c z o w e

rekultywacja, kruszywa, odpady wydobywcze, siarka, metale i metaloidy, analiza statystyczna

S t r e s z c z e n i e

Wyniki badań przedstawione we wcześniejszych pracach z udziałem autorów (Klojzy-Karczmar-
czyk i in. 2016a, b, c) wskazują na możliwość wykorzystania odpadów wydobywczych ZG Janina 
(Górnośląskie Zagłębie Węglowe, Polska, TAURON Wydobycie S.A.) lub produktów (kruszyw) wy-
twarzanych na bazie skały płonnej do celów rekultywacji technicznej. Istotne jest pozyskanie do tego 
procesu materiału o niskiej zawartości siarki całkowitej, przy czym wykazano, że najlepsze parametry 
jakościowe uzyskuje się dla materiału poddanego modyfikacji poprzez odrzucenie frakcji drobnych. 
W prezentowanej pracy, przy zastosowaniu analizy statystycznej, wyznaczono dolną granicę frakcji 
materiału, w którym z założonym ale małym prawdopodobieństwem popełnienia błędu, zawartości 
składników zanieczyszczających (siarki oraz innych pierwiastków) nie przekroczą dopuszczalnej, 
granicznej zawartości (wartości referencyjnej). Do rozwiązania tego zadania zastosowano 3 różne 
metody statystyczne: oceny gwarantowanych (maksymalnych dla założonego poziomu prawdopo-
dobieństwa) zawartości składników zanieczyszczających, wyniki testowania hipotez statystycznych 
oraz analizę korelacji i regresji. Zastosowane metody statystyczne dają wyniki bardzo zbliżone do sie-
bie. W przedstawionym studium przypadku dla ZG Janina opartym na wynikach statystycznie małej 
próby (<30 obserwacji) za bezpieczny dla celów rekultywacji można uznać materiał skalny o frakcji 
>20 mm, natomiast za bardzo bezpieczny materiał skalny o frakcji >25 mm. Nie można wykluczyć 
jednak, że granica ta może być obniżona do średnicy 16 mm. Analiza zawartości 11 pierwiastków 
(As, Cd, Co, Cr, Cu, Hg, Mo, Ni, Pb, V, Zn) oznaczonych w formie całkowitej w próbach wtórnych 
dla frakcji 10–200 mm (obecności frakcji >200 mm nie stwierdzono) wykazała, że są one niższe od 
zawartości dopuszczalnych określonych odpowiednimi rozporządzeniami. Dla tej frakcji przekrocze-
nie wartości granicznych przez zawartość siarki jest jednak wysoce prawdopodobne. Z tego względu 
podstawowym kryterium decydującym o przydatności materiału odpadowego dla celów rekultywacji 
powinna być zawartość siarki całkowitej, a określenie dolnych granic frakcji materiału spełniającego 
wymogi środowiska powinno być dokonywane metodami statystycznymi w oparciu o wyniki ekspe-
rymentalnego opróbowania materiału skalnego pozostającego po wzbogaceniu węgla. Zastosowanie 
zawansowanych metod analizy statystycznej, może ułatwić zaprojektowanie procesów technologicz-
nych, prowadzących do uzyskiwania przemysłowych ilości wysokiej jakości materiału rekultywacyj-
nego o odpowiednim uziarnieniu.
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Methodology of statistical study of the cheMical coMposition of by-products 
of coal Mining to assess their suitability as Materials for reclaMation

K e y w o r d s

reclamation, aggregates, mining waste, sulfur, metals and metalloids, statistical analysis

A b s t r a c t

The results of the research presented in earlier works with the participation of the authors (Klojzy- 
-Karczmarczyk et al. 2016a, b, c) indicate the possibility of the use of mining waste from Janina 
Coal Mine (Upper Silesian Coal Basin, Poland, TAURON Wydobycie S.A.) or products (aggregates) 
produced on the basis of gangue for technical reclamation. It is essential for this process to obtain 
a material with low total sulfur, and it has been shown that the best quality parameters are obtained 
for the material subjected to modification by the rejection of fine fractions. In this work, the lower 
limit of the material’s fraction was determined using statistical analysis, wherein with the predeter-
mined but low probability of error, the content of contaminants (sulfur, as well as other elements) 
does not exceed the allowable limit (reference value). To solve this task, 3 different statistical me-
thods were used: evaluation of guaranteed contents (the maximum for a given degree of probability) 
of the polluting components, the results of statistical hypotheses testing and analysis of correlation 
and regression. The applied statistical methods produce results very proximate to each other. In the 
presented case study for the Janina coal mine based on the results of a statistically small sample 
(<30 observations) rock material fraction> 20 mm may be considered as safe for the purposes of recla-
mation, and the material fraction >25 mm as very safe. It cannot be ruled out, however, that this limit 
may be reduced to a diameter of 16 mm. The content analysis of 11 elements (As, Cd, Co, Cr, Cu, Hg, 
Mo, Ni, Pb, V, Zn determined as total content in the secondary samples for the fraction 10–200 mm 
(the fraction >200 mm was not present) showed that they are lower than the allowable limits specified 
by relevant legal regulations. For this fraction, exceedance of the limit values of sulfur content is, 
however, highly probable. For this reason, the primary criterion for determining the suitability of the 
waste material for the purposes of reclamation should be the total sulfur content, and the determina-
tion of the lower limits of the material fraction that meets the environmental requirements should be 
conducted using statistical methods based on the results of experimental sampling of rock remaining 
after coal preparation. The use of advanced methods of statistical analysis may facilitate the design of 
technological processes, leading to obtain industrial quantities of high quality, appropriately graded 
reclamation material. 




