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In-sItu ObservatIOn Of HIgH-temperature fracture beHavIOur Of 347 staInless steel subjected  
tO sImulated WeldIng prOcess

In-situ study on the high-temperature fracture behaviour of 347 stainless steel was carried out by using a confocal laser scanning 
microscope (clSm). The welding microstructures of the 347 stainless steel were simulated by subjecting the steel specimen to solu-
tion and aging treatments. undissolved nbc carbides were present within grains after solution treatment, and m23c6 carbides were 
preferentially formed at grain boundaries after subsequent aging treatment. The m23c6 carbides formed at grain boundaries worked 
as stress concentration sites and thus generated larger cracks during high-temperature tensile testing. In addition, grain boundary 
embrittlement was found to be a dominant mechanism for the high-temperature fracture of the 347 stainless steel because vacancy 
diffusion in the cr-depleted zones enhances intergranular fracture due to the precipitation of m23c6 carbides at grain boundaries.
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1. Introduction

The 347 stainless steel has been widely used for boiler tubes 
and pipelines in oil refineries and petrochemical plants because 
it has excellent high-temperature properties and economic ef-
ficiency [1-3]. When the 347 stainless steel is exposed to the ser-
vice temperature of 400~650°c for a long time, fine and coarse 
carbides can be formed within grains or at the grain boundaries 
[4,5]. on the other hand, the precipitation of cr-rich carbides at 
the grain boundaries creates a cr-depleted zone in the 347 stain-
less steel. as a result, the cr-depleted zone increases vacancy 
diffusion at the grain boundaries, and thus promotes intergranular 
fracture [6]. In addition, the presence of coarse carbides such 
as m23c6 carbides at the grain boundary would act as stress 
concentration sites and thus initiate fracture under load [7,8]. 

In this study, two kinds of 347 stainless steel specimens 
with different heat treatment conditions were prepared in order 
to investigate the effect of the m23c6 carbide on the high-tem-
perature tensile and fracture behaviour. In particular, the crack 
initiation and propagation of the 347 stainless steel specimens 
were examined during high-temperature tensile test via confocal 
laser scanning microscope (clSm).

2. experimental

The 347 stainless steel with a chemical composition of 
Fe-17cr-9ni-0.82mn-0.42nb-0.35Si-0.04c (wt. %) was used 
for this study. To simulate the precipitation-free zone at grain 
boundary in the HaZ of the 347 stainless steel, the specimen 
was subjected to solution treatment at 1,150°c for 2 h, followed 
by water quenching. after the solution treatment, subsequent 
aging treatment was additionally performed at 600°c for 20 h 
in order to precipitate m23c6 carbides which can be formed dur-
ing the actual operating temperature of the 347 stainless steel. 
For convenience, they were referred to as ‘solution-treated’ and 
‘aging-treated’ according to the heat treatment condition. after 
the specimens were mechanically polished and etched by using 
aqua regia (15 ml Hcl + 5 ml Hno3), the corresponding micro-
structures were observed by a high-resolution Sem (Hr-Sem, 
Su8010, Hitachi, Japan). 

according to aSTm e8 standard test method, sub size 
sheet-type tensile specimens with a gage width of 6.3 mm and 
a gage length of 25.0 mm were prepared and were tested at room 
temperature and strain rate of 1×10–3 s–1 using a 10-ton universal 
testing machine (uT-100e, mTDI, korea). For high-temperature 
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tensile test and in-situ observation, tensile test was performed 
on the specimens with a gage width 5.0 mm and a gage length 
of 25.0 mm at the temperature of 800°c and the strain rate of 
1×10–3 s–1 using a 500-kgf high-temperature tension and com-
pression equipment (vl2000DX, yonekura, Japan) and clSm. 
In order to prevent surface oxidation during the test, the surface 
of the specimen was coated with platinum, which does not react 
with oxygen. In addition, reducing hydrogen and helium gas was 
injected into the chamber to remove oxygen from the chamber 
to prevent oxidation. 

3. results and discussion

The Sem images of the solution- and aging-treated speci-
mens for the 347 stainless steel are shown in Fig. 1(a)-(d), and 
the corresponding eDS analysis results of the precipitates are 
provided next to the Sem images. In the 347 stainless steel 
specimens composed of fully austenite single phase, undissolved 
primary nbc carbides were observed within the grains after solu-
tion treatment (Fig. 1(a)-(b)) [9]. on the other hand, additional 
precipitates were formed in the grains and at the grain boundaries 

after aging treatment. It is well-known that the segregation and 
precipitation occurred preferentially at grain boundaries owing 
to the high energy of the grain boundary. Therefore, fine second-
ary nbc carbides were precipitated within the grains, whereas 
m23c6 carbides were formed mostly at the grain boundaries 
(Fig. 1(c)-(d)) [10,11].

Fig. 2 presents the room-temperature and high-temperature 
engineering stress-strain curves of the 347 stainless steel. The 
aging-treated specimen had a higher strength and lower elonga-
tion than the solution-treated specimen. The higher strength of the 
aging-treated specimen results from the precipitation hardening 
of fine secondary nbc carbides. The m23c6 carbides at the grain 
boundaries would act as stress concentration sites and thus lead 
to the lower elongation of the aging-treated specimen [12,13]. 
High-temperature tensile test results revealed that all the speci-
mens exhibited lower tensile strength and lower elongation at 
high temperatures than at room temperature, probably due to the 
easiness of dislocation climb and grain boundary embrittlement 
at high temperatures [14]. The elongation of the aging-treated 
specimen at high temperatures was 10% lower than that of the 
solution-treated specimen. langdon et al. reported that the in-
crease of vacancy diffusion in the cr-depleted zone encourages 

Fig. 1. Sem images and eDS analysis results of the (a) grain interior and (b) grain boundary of the solution-treated specimen, and the (c) grain 
interior and (d) grain boundary of the aging-treated specimen for the 347 stainless steel

Fig. 2. engineering stress-strain curves of the (a) solution- and (b) aging-treated specimens. Tensile tests were conducted at room temperature 
and high temperature (800°c) for the 347 stainless steel
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Fig. 3. clSm images of the solution-treated specimen tested at the temperature of 800°c in the load conditions of the (a) 0 n, (b) 200 n, (c) 400 n, 
(d) 600 n, (e) 800 n and (f) 1,000 n, showing the formation of slip band, micro-crack initiation and propagation of the 347 stainless steel

Fig. 4. clSm images of the aging-treated specimen tested at the temperature of 800°c in the load conditions of the (a) 0 n, (b) 200 n, (c) 400 n, 
(d) 600 n, (e) 800 n and (f) 1,000 n, showing the formation of slip band, micro-crack initiation and propagation of the 347 stainless steel

grain boundary sliding [15]. Therefore, the formation of m23c6 
carbides at the grain boundaries could cause cr-depleted zones, 
and thereby leads to the lower elongation of the aging-treated 
specimen.

The high-temperature fracture behaviour of the 347 stain-
less steel was examined by in-situ clSm, and the corresponding 
images are given in Figs. 3 and 4. The initial microstructure 
of the solution-treated specimen when the load was 0 n is 
shown in Fig. 3(a). With an increase in the load to 200 n, slip 
bands were formed, and the shape of the slip band was clearly 
observed with an increase in the load (Fig. 3(b)-(c)). When the 
load was increased to 600 n, microcracks perpendicular to the 

tensile direction were initiated at the grain boundary. as the load 
increased, the initiation and propagation of microcracks at the 
grain boundary increased. Finally, the cracks propagated along 
the grain boundary, and fracture occurred (Fig. 3(d)-(f)). 

Similarly, in the aging-treated specimen, slip bands ap-
peared with an increase in as the load from 0 n, and microcracks 
were initiated and propagated when the load was above 600 n 
(Fig. 4(a)-(d)). However, with a further increase in the from 
800 n, the aging-treated specimen exhibited a larger crack and 
the crack propagated more rapidly (Fig. 4(e)-(f)). The m23c6 
carbides precipitated at the grain boundaries can be generated 
cr-depleted zones which increased vacancy diffusion at grain 
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boundaries and enhanced intergranular fracture [16]. as a result, 
m23c6 carbides acted as stress concentration sites and grain 
boundary embrittlement occurred easily [17,18].

Fig. 5 provides the Sem fractographs of the specimens 
tested at room and high temperatures. The solution-treated 
specimen exhibited mostly ductile fracture, where large dim-
ples were observed particularly at room temperature. In aging-
treated specimen, quasi-cleavage fractures were often observed 
owing to the formation of m23c6 carbides at grain boundaries 
and fine dimples were found near the quasi-cleavage fracture. 
Intergranular fractures were mainly observed in the solution- and 
aging-treated specimens tested at high temperatures.

4. conclusions

In this study, the high-temperature tensile properties and 
fracture behaviour of the 347 stainless steel were investigated 
and the following conclusions were drawn:
1. For the 347 stainless steels, the Sem and eDS analysis 

results revealed that m23c6 carbides were additionally 
precipitated at the grain boundaries after subsequent aging 
treatment, while maintaining undissolved nbc carbides 
within grains after solution treatment.

2. The aging-treated specimen had a higher tensile strength 
and lower elongation than the solution-treated specimen 
because fine nbc carbides within grains contributed to 
precipitation hardening and m23c6 carbides formed at grain 
boundaries acted as stress concentration sites in the aging-
treated specimen.

3. In-situ observation of the high-temperature fracture behav-
iour of the 347 stainless steel showed that slip bands were 
distinctly formed throughout the grains and microcracks 
began to initiate at the grain boundaries beyond a certain 

load. Particularly, the initiation and propagation of some 
cracks occurred more actively in the aging-treated speci-
men.

4. grain boundary embrittlement was found to be a dominant 
mechanism for the high-temperature deformation and frac-
ture behaviour of the 347 stainless steel because vacancy 
diffusion in the cr-depleted zones enhances intergranular 
fracture due to the precipitation of m23c6 carbides at grain 
boundaries.
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