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Abstract. A broad review is given of microstructured �ber optics components { light guides, image guides, multicapillary arrays, and
photonic crystal �bers { fabricated using the stack-and-draw method from various in-house synthesized oxide soft glasses at the Glass
Department of the Institute of Electronic Materials Technology (ITME). The discussion covers fundamental aspects of stack-and-draw
technology used at ITME, through design methods, soft glass material issues and parameters, to demonstration of representative examples of
fabricated structures and an experimental characterization of their optical properties and results obtained in typical applications. Speci�cally,
demonstrators include microstructured image guides providing resolution of up to 16000 pixels sized up to 20 �m in diameter, and various
photonic crystal �bers (PCFs): index-guiding regular lattice air-hole PCFs, hollow core photonic bandgap PCFs, or specialty PCFs like
highly birefringent microstructured �bers or highly nonlinear �bers for supercontinuum generation. The presented content is put into context
of previous work in the area reported by the group of authors, as well as other research teams.
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1. Introduction

The Glass Department at the Institute of Electronic Materials
Technology (ITME) has been involved in research and devel-
opment of structured �ber optics elements for optoelectronics
for the past two decades. Speci�cally, the classes of compo-
nents, which can be developed at ITME with presently dis-
posed fabrication capabilities and expertise include: �ber op-
tic lightguides, image guides, �ber optic plates (FOP), lenses,
tapers, twisters, multicapillary arrays, photonic crystal �bers
(PCF), photonic bandgap �bers (PBG), microstructured �bers
with special properties (active photonic �bers, sensing �bers,
highly nonlinear �bers). All these elements, due to their par-
ticular properties, play signi�cant roles in optoelectronics.
Some of them are widely used in the optical devices: �ber
optic plates, twisters, tapers { night vision, electronic im-
age intensi�ers (EII), low light level cameras and similar;
�ber optic lightguides { biostimulation lasers, dental curing
lamps; image guides { medical and technical borescopes; mul-
ticapillary arrays { �ltration, nebulization, particle and X-ray
optics. PCF and PBG �bers are now intensively investigat-
ed. They demonstrate very interesting properties enabling to
overcome the limitations of conventional �bers. For exam-
ple: endlessly single mode guiding, large core single mode
�bers, guidance in hollow air core (due to photonic band gap
e�ect, PBG), very high birefringance, nonlinear properties,

at dispersion and near-zero dispersion, high �(3) nonlinear-
ity for ultra-broadband radiation sources (supercontinuum).
The main advantage of photonic �bers is the possibility of
shaping the propagation properties by manipulating parame-
ters of the �ber’s transverse structure { diameter of holes or

inclusions, lattice pitch, type of lattice, shape of holes. Some
types of photonic crystal �bers are produced and commer-
cially available and these include mainly silica glass based
PCFs or PBGs. Various compositions of soft glasses, com-
bining hyperspectral transmission windows with high nonlin-
earity or thermal and rheological properties enabling joint
thermal processing into all-solid microstructured �ber optics
enable demonstrating new structures covering new function-
alities. All these components can be readily fabricated with
the stack-and-draw (mosaic) method, provided good quality,
recrystallization resistant glasses are used for preparing the
starting elements (e.g. glass rods and tubes). Stack-and-draw
at ITME was �rst used for fabrication of optic plates (FOP)
in the ’80, followed by fabrication of various specialty �bers
e.g. for sensing [1, 2].

2. Stack and draw fabrication
of microstructured �ber optics

The main concept of the stack-and-draw (mosaic) method
is preparing a macroscopic element of a �ber optic ele-
ment (i.e. �ber) by stacking glass rods (di�erent shape {
square, rectangular, round etc.), tubes, capillaries (di�erent
shapes), lightguide rods (di�erent shapes) according to a pre-
de�ned design. The obtained preform can be then drawn
into microstructured integrated rods and �nally into opti-
cal �bers (Fig. 1). The procedure of drawing stacked pre-
form can be repeated until desired structure and dimensions
of basic elements (diameters of �bers core, holes etc.) are
achieved.
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Fig. 1. Basic idea of a single drawing step in the stack-and-draw
method of fabrication of microstructured �ber optic elements

The stack and draw procedure of microstructured optical
elements (�bers) fabrication consists of a number of consec-
utive steps [2]:

1. melting of glasses { core, cladding, active, absorption
glasses,

2. casting long rectangular prisms and thick-wall tubes,

3. cutting the glass blocks into rods (square, rectangular or
round-shaped),

4. mechanical grinding and polishing of rods and tubes,
5. high temperature drawing of the rods, tubes, and stacked

rod-in-tube preforms to standard dimensions of the mosaic
elements,

6. assembling (stacking) of a preform of the designed struc-
ture, which may contain rods, capillaries and other ele-
ments. The preform can be assembled of elements of di�er-
ent dimensions and di�erent refractive/mechanical/thermal
properties. It can be arranged in a periodic lattice (PCF, im-
age guide) or other structures (laser �bers, sensor �bers)
as shown schematically in Fig. 2,

7. high temperature drawing of the stacked preform to obtain
microstructured glass rod or optical �ber,

8. covering the �ber with a protective jacket (e.g. high in-
dex polymer for stripping of cladding modes in an optical
�ber).

Fiber optic microstructures designed and fabricated at
ITME are drawn mainly from multicomponent, soft glasses.
Most of these glasses are designed and synthesized in-house.
Multicomponent glasses enable broad 
exibility in shaping of
refractive index properties (nD = 1:48{1.85); thermal, me-
chanical, chemical properties; preparing active elements (rare
earth ion doped phosphate, 
uoride glasses), manufacturing
elements of preforms (rods of di�erent shape, tubes). An im-
portant enabler of owning the glass synthesis capability is
thermal matching of glasses with di�erent refractive index
pro�les. This allows for fabrication of special, all-solid glass
photonic crystal �bers and �ber optic elements, brie
y dis-
cussed in one of the following sections of this review.

Fig. 2. Schematic examples of di�erent stacked �ber optic structures: a{e lightguide, sensor structures (A { core glass, B, B1, B2 { di�erent
property cladding glasses, H { hole) [2]; f, g image guide structures (C { lightguide rods, E { EMA glass), h { photonic structure (A { core

glass, H { hole)
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3. Microstructured image guides
A �ber optic image guide is an arranged bundle of small di-
ameter lightguides (2.5{50 �m). It allows to transmit image
due its coherent structure and low attenuation of the individu-
al �bers. The bundle is thermally integrated and preserves its
coherence over the whole length. The smaller is the diameter
of single individual �ber and greater their total number, the
better is the guided image resolution. Figure 3 shows preci-
sion of transmitted image as a function of the resolution of
the image guide structure.

a) b)

c)

Fig. 3. Ring resolution test transmitted by di�erent image guides.
Size of pixels: a) 150 �m (�ber optic lightguide 2000 pixels),
b) 18�m (image guide rod 12000 pixels), c) 5.5 �m (�ber optic

plate, 100 pl/mm)

Depending on the transmission and structural parameters,
the following �ber optic image guide structures can be distin-
guished:

1. Light guide rods { typically low resolution image guides
with simpler technological procedure of fabrication, basic
�bers with diameters of 100{200 �m, number of pixels
2000{3000, outer diameter 3{15 mm. Application in de-
livery of light, laser biostimulation devices, dental curing
lamps. Fabrication { drawing from multirod preforms.

2. Image guide rods { medium and high resolution from
3000 to a several tens of thousands of pixels, basic �bers
with diameter of 50{3 �m, outer diameter 0.5{10 mm. Ap-
plications in image delivery, technical and medical endo-
scopes, boreoscopes, industrial image conduits. Fabrication

{ drawing from multirod preforms, extra mural absorption
(EMA) glass added to contrast enhancement.

3. Fiber optic plates { high resolution elements (50{
200 pl/mm), basic �bers with diameters in the range of
10{2.5 �m, outer diameter of structure 15{50 mm, nu-
merical aperture (NA) up to 1.0. Applications in image
delivery, electronic image intensi�ers (EII), night vision,
cameras. Fabrication { two-stage multirod preform draw-
ing, isostatic pressing.

4. Fiber optic tapers { high resolution 50{200 pl/mm, �bers
with diameters of 10{2.5 �m, outer diameter 15{50 mm.
Applications: image delivery with magni�cation or min-
imisation, interconnects between EII and CCD arrays, cam-
eras, x-ray devices.

3.1. Fabrication. Preforms for drawing of image guide struc-
tures are made of arranged lightguiding rods. They form a
periodic hexagonal (sometimes square) lattice of high index
cores. Figure 2f,g shows �ber optic image guide structures.
Di�erence between core and clad refractive indices in
uences
the numerical aperture (NA) of the image guide. In case of
FOP it can reach 1.0 which means 180� acceptance angle.
To achieve such a large NA, special high index core glass-
es (nD = 1:85, contents of lanthanum, tantalum, niobium)
are necessary. In the large high resolution structures (FOP,
tapers, some image guides) two stages of multirod preform
drawing are necessary to achieve required diameters of basic
�ber elements (3{5 �m).

The dark colored glass details seen in Fig. 2f in the struc-
ture of the image guide is added to increase contrast of the
guided image. In the image guides with very small basic
�bers (below 10 �m) the contrast of image tends to decrease
(Fig. 4) [3]. For enhancement of image contrast a third, black
glass which absorbs leakage light (EMA glass) is introduced
in the structure during the preform assembly stage. Figure 5
shows typical designs with introduced details made from con-
trast enhancing glass.

Fig. 4. Light propagation in the image guide. Phenomenon of de-
creasing contrast { light waves a,b,c [3]. a) Fibers acceptance angle
(their numerical aperture) can be exceeded (�1 > �0, �0 { �bers
acceptance angle), b) light guidance in �bers cladding, c) leakage of
the light between adjacent �bers due their extremely thin (1{2 �m)
cladding (\cross-talk" phenomenon) { occurs when diameter of in-

dividual �bers is about 10 �m or less
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a) b)

c) d)

Fig. 5. Typical designs of image guide structures with introduced
details made from contrast enhancing glass (seen in dark color)

All glasses { EMA, core, cladding must precisely match
each other in terms of optical, thermal and rheological prop-
erties. Following criteria should be considered [4, 5]:

� refractive indices,
� thermal expansion coe�cients,
� viscosity characteristic curves { thermal matching of glass-

es,
� inclination to di�usion of EMA glass to cladding,
� spectral transmission.

At ITME an EMA glass for contrast enhancement in inte-
grated �ber optic image guides has been developed. It charac-
terizes with low inclination to di�usion into glasses of the sur-
rounding elements and it is well matched to core-clad glasses.
These properties allow avoiding problems with appearance of
dark and lower transmission pixels (Fig. 6). No degradations
of the image guide structure, related to introduction of the
EMA details, has been observed. (Fig. 7). Image guide with
EMA glass details features better isolation of individual �ber
cores, as seen in Fig. 7b.

Fig. 6. Image guide structure containing EMA glass with high incli-
nation to di�usion after Ref. 5

Fig. 7. Image guides cross section: a) without EMA glass, b) 1.5%
contents of EMA (� = 2:0 mm, 16000 pixels)

Enhancement of the image contrast has been con�rmed by
measurements of the Modulation Transfer Function (MTF).

In Fig. 8 a comparison of image guides MTF in depen-
dence on EMA glass contents is presented. Increase of con-
trast in the range of 0{40 pl/mm for image guides with EMA
glass has been observed.

Fig. 8. Image guides MTF contrast dependence of EMA glass content

Table 1 summarizes properties of typical image guides
manufactured at ITME.

Table 1
Technical parameters of the image guides fabricated at ITME

Outside diameter� 1.0{3.0 mm
Length up to 750 mm
resolution up to 16 000 pixels
pixel diameter 10{20 �m
Contrast�� 10 pl/mm 50% without EMA glass 45%

40 pl/mm 15% without EMA glass 12%
Numerical aperture (NA) 0.52
Absorption glass up to 2% EMA glass; optionally
Dark pixels max 2%
thermal resistance up to 400�C
� Square or rectangular cross sections are possible, depending on partic-
ular application.
�� Measurements of modulation transfer function (MTF) at ITME.

4. Photonic crystal �bers
Photonic crystal �bers (PCFs, also called microstructured
�bers) are optical �bers with an internal periodic structure
of capillaries, typically �lled with air, arranged in a lattice,
eg. a hexagonal lattice. Light can propagate along the �ber
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in defects of its crystal structure. A defect is realized by re-
moving one or more central capillaries. Combining properties
of classic, step-index optical �bers and photonic crystals they
possess a series of unique properties impossible to achieve in
classical �bers. There are two guiding mechanisms in PCF:
index guiding mechanism (similar to the one in classical op-
tical �bers) and the photonic bandgap mechanism. Figure 9
shows refractive index pro�les of an index guiding PCF and
bandgap guiding PCF (also called PBG). This lattice forms
so called \photonic crystal" with lattice point diameter (d) in
range of 0.5{5 �m and spacing (lattice constant �) 1{10 �m.

a)

b)

Fig. 9. Refractive index pro�le of PCF (a) and PGB �ber (b)

Stack and draw method enables designing and fabrication
of a broad range of photonic crystal �bers. Preforms with
di�erent lattices { hexagonal, square, rectangular- and di�er-
ent ratio d=� can be considered. Presently, ITME can design
and fabricate standard, as well as the more complicated mi-
crostructures (e.g. multicore, noncircular holes, di�erent sizes
of holes, and with additional di�erent glass micro�bers, laser
�bers with air cladding). Photonic crystal �bers presented in
the following section from various oxide soft glasses. Their
attenuation is relatively high, in the range of several to about
15 dB/m. At this level, it is about 1000 times higher than in
telecommunication silica �bers, but it is not disadvantageous
for short lengths of �bers used, e.g. in sensors or active el-
ements. The multicomponent soft glasses can accept much
higher dopant concentrations and therefore the range of pos-
sible modi�cations of their optical and mechanical character-
istics is much wider than in the case of silica glass. They
also enable fabrication of more complicated microstructures
due to e.g. joint thermal processing of a structure comprising
two thermally matched glasses with a refractive index di�er-

ence. Designing of photonic crystal �bers presented in this
review was done at the Information Optics Group of Facul-
ty of Physics at University of Warsaw. In the simulations a
full vector method of biorthonormal basis, derived from the
works of Silvestre et al. [6{8], has been used, where a matrix
representation of the vector wave equations is calculated on
the basis of plane waves and an eigenvalue problem is solved
for that matrix. The vector wave equations involve a pair of
Hermitian-conjugate operators whose eigenvectors satisfy the
bi-orthonormality relations.

4.1. Stack and draw fabrication of photonic crystal �bers.
Stack-and-draw fabrication of photonic crystal �bers consists
typically of the following main stages:

1. Drawing of the basic preform elements: glass capillaries,
rods, tubes { Fig. 10a.

2. Stacking of macroscopic mosaic preform according to
the designed structure; at this stage the type of lattice,
hole/spacing ratio, distribution of capillaries, rods, etc., is
decided, introduction of special elements for speci�c prop-
erties (active, sensing, conductive, magnetostrictive, etc.)
should also be done now { Fig. 10b.

3. Intermediate preform (subpreform) drawing. Structure of
the subpreform resembles the designed photonic crystal
�ber, but its geometric dimensions are at the order of sev-
eral mm { Fig. 10c.

4. Arrangement of the preform for �ber drawing. Adding out-
er layers of glass to achieve designed dimensions of the
�ber (photonic structure/�ber diameter ratio).

5. Drawing of photonic crystal �ber. At this stage parame-
ters like air-holes diameter, relative air-hole size and �ber
diameter can be in
uenced through the parameters of draw-
ing process (temperature, preform feeding rate and drawing
speeds) { Fig. 10d.

Fig. 10. Photonic crystal �ber fabrication: a) creation of individual
capillaries; b) perform formation; c) drawing of intermediate pre-

form; d) drawing a the �nal �ber after Ref. 9

Stages 2 and 5 are decisive on the resulting �ber optical
properties and thus are usually considered most critical.

4.2. Square and hexagonal lattice single core photonic
crystal �bers. Single core PCF can be considered the sim-
plest design of a microstructured �ber. Its structure consists
of a solid core surrounded by periodic lattice of air-holes.
Diameter of air-holes, lattice pitch and relative hole size (the

Bull. Pol. Ac.: Tech. 62(4) 2014 671



D. Pysz et al.

ratio of holes diameter to lattice constant) decide about guid-
ing properties of the �ber. A series of hexagonal and square
lattice single core PCFs have been designed and successfully
fabricated in our group. Schematic designs and images of the
drawn subpreforms and �nal �bers are presented in Fig. 11.
It is notable how precisely the �ber and subpreform repro-
duce the design of the preform structure. The stage of pre-
form stacking is very important for the whole technological
process. At this phase it is possible to change the type of lat-
tice core dimensions, the number of capillary rings around the
core, the relative hole size etc. Parameters of the preform’s
basic elements and the way the preform is stacked, determines
the �nal �ber’s geometrical and transmission properties. For
example, in hexagonal lattice �ber A in Fig. 11, one central
capillary has been replaced with a glass rod to form a core, in
�ber B (Fig. 11) 7 central rods form the core of a Large Mode
Area �ber (LMA). Fiber C in Fig. 11 has a square photonic
lattice, which was selected to achieve new dispersion prop-
erties (in comparison to most popular, hexagonal lattices). In
our technological process, the subpreforms typically are 2{
4 mm in diameter. The standard diameter for an optical �bers
is 125 �m, but di�erent diamerters are possible to fabricate,
in order to obtained the desired properties of the �nal �ber.
The outer diameter of �ber C in Fig. 11 was 180{200 �m with
a lattice constant of 2.3 �m and relative hole size of about
0.2, in order to maintain single fundamental mode guidance.

a)

b)

c)

Fig. 11. Single core PCF �bers (left to right: design of photonic
structure, SEM image of subpreform, SEM image of the �nal �ber);
a) hexagonal lattice multimode PCF; b) hexagonal lattice, large mode

area PCF; c) square lattice, single mode PCF

Light propagation in the di�erent single core PCFs is
shown in Fig. 12. Single mode transmission has been observed

in the �bers B and C. Fiber A is multimode due a rather high
relative hole size of 0.65. Attenuation of soft glass photon-
ic crystal �bers can be in range from one to several dB/m
and depends on the type of glass, its purity, type of photonic
structure, its parameters and presence of defects. For exam-
ple �ber A (Figs. 11, 12) had a measured attenuation about
15 dB/m at 632 nm. It seems high but it was close the at-
tenuation of used glass, due to perfect photonic crystal struc-
ture obtained during drawing (the drawing process itself did
not introduce additional loss). The �ber A in Fig. 11 and 12
was drawn from heavy metal, lead-bismuth-gallate oxide glass
(designated PBG-08), which has a high refractive index (1.95)
and strong nonlinear properties, while its transmission win-
dow extends from the visible up to about 4{5 �m. This �ber
has been successfully used in developing of a liquid crystal
PCF by the group of T. Woli«ski at Warsaw University of
Technology [10].

a) b)

c)

Fig. 12. Light guidance in the single core di�erent lattice PCFs fab-
ricated in ITME

4.3. Double core photonic crystal �bers. The stack and
draw method enables straightforward fabrication of multi-
core PCFs by replacing proper number of capillaries with
glass rods. Furthermore, the procedure allows for very pre-
cise positioning of the cores in the structure. Dimensions of
the cores and distances between them can vary in wide range
by design [11]. Double core PCFs at ITME were investigat-
ed in context of controlling the light coupling between the
cores. Possible applications are directional couplers, wave-
length multiplexers/demultiplexers and bend sensors, for ex-
ample [12]. Preform desing and cross sections of square lattice
double core subpreforms and PCFs are presented in Fig. 13.

672 Bull. Pol. Ac.: Tech. 62(4) 2014



Stack and draw fabrication of soft glass microstructured �ber optics

The photonic structure contain two solid cores formed by re-
placing of capillaries by glass rods. The cores were separated
with one capillary. Figure 13 presents possibility to change
inner hole diameter at the stage of subpreform drawing. Dif-
ferent inner diameters of the central capillary were investigat-
ed to achieve the e�ect of variable inter-core coupling [13].
A double-core PCF arranged in a square pattern lattice has
been successfully drawn with outer diameter of 220 �m. Fig-
ure 14 shows the cross-sections of the �nal square lattice PCF
with di�erent lattice parameters as well as a hexagonal lattice
double core PCF.

For the square lattice double-core PCF we determined
linear optical properties of the �ber by numerical simula-
tions assuming a perfect structure (no deformations). Only
the fundamental mode can propagate in either of the cores.
Pairs of polarization components are nearly degenerated for
� = 1:55 �m and their mode indices are equal to 1.5497
and 1.5462 for even and odd modes, respectively. It can be
concluded that in the fabricated structure coupling lengths are
almost equal for both orthogonal polarizations, as summarized
in Table 2. The coupling lengths were estimated at 221 �m.
Only the fundamental mode without higher order components
was also observed experimentally. The attenuation of the fab-
ricated PCF was 15 dB/m for the wavelength of � = 632 nm
and 7 dB/m for � = 1:55 �m [13].

a) b)

c)

Fig. 13. Double core square lattice PCF: a) project of preform,
b),c) subpreforms with di�erent size of the air-hole separating the

cores

a) b)

c)

Fig. 14. The structure of a double-core PCF �bers: a) with a square lattice, �ber’s diameter of 220 �m, lattice constant � = 1:81, the hole
diameter d = 0:61 �m (d=� = 0:34), central hole diameter dc = 0:45 �m after Ref. 13; b) square lattice with modi�ed structure (high
�lling factor); c) with heksagonal lattice, �ber’s diameter 179 �m, the hole diameter d = 3:4 �m (d=� = 0:94), central hole diameter

dc = 3:2 �m (SEM)
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Table 2
Mode indices and coupling lengths for a structure with � = 1:81 �m, d = 0:61 �m, dc = 0:45 �m, � = 1:55 �m after Ref. 13

neven;x neven;y nodd;x nodd;y Lx Ly

for � = 0:63 �m 1.5656 1.5656 1.5652 1.5651 692.0 �m 701.7 �m
for � = 1:55 �m 1.5497 1.5496 1.5462 1.5462 220.5 �m 221.2 �m

4.4. Highly birefringent photonic crystal �bers. High con-
trast of refractive index and high freedom of crystal structure
modi�cation allow to achieve in the PCF a birefringence in
a level of 10�2{10�3. It is above one order of magnitude
greater, than in classical (bow tie and panda type) birefrin-
gent optical �bers. So high level of birefringence is possible
in the structures of elliptical holes and refractive index distri-
bution with symmetry m = 2 (rectangular lattice) [14, 15].

We have decided to manufacture such a �ber in form
of rectangular lattice with elliptical or round holes. Choice
of rectangular lattice is motivated by possibility of bire-
fringence value increase by crystal lattice anisotropy and
asymmetry of holes shape. A range of PCFs with rectan-
gular 9�9 holes structure has been manufactured from sili-
cate glass (nD = 1:52). Photonic structures of these �bers
are presented in Fig. 15. Lattice pitch in di�erent axes is:
�x = 2:89 �m, �y = 3:64 �m and round holes of 2.0 �m
in diameter (Fig. 15a,b). In other �bers the elliptical holes
0.57�1.2 �m have been achieved (Fig. 18c). Dimensions of
�ber are 134�200 �m.

a) b)

c)

Fig. 15. Highly birefringent PCF with rectangular lattice and round
(a,b), or eliptical (c) holes

This structure predicts �ber witha high birefringence. Sim-
ulations of rectangular structure with the parameters �x =
1:24 �m, �y = 0:96 �m, lx = 1 �m, ly = 0:51 �m have
shown birefringence B = 1:1�10�2 and the �ber carries on-
ly the fundamental mode [15]. In Fig. 16 a di�erent structure
of highly birefringent PCF manufactured in ITME is present-
ed. Birefringence is achieved here by di�erent sizes of holes
surrounding core and its rectangular shape.

a) b)

Fig. 16. Hexagonal lattice highly birefringent PCF (SEM image)

Modeling of highly birefringent photonic �bers and prop-
agation properties have been presented in the paper nr 5950-
58 on this Congress on Photonic Crystals and Fibers Confer-
ence [16].

4.5. Photonic bandgap �bers. One of the most interesting
properties of photonic �bers is the possibility to build struc-
tures which can guide light in the core with lower refractive
index (hollow or solid). Mechanism of propagation in this
case is existence of a photonic band gap in a photonic crystal
and possibility of light being trapped in the defect { hollow
core (a few lattice constants in diameter). Since in a large core
most of energy is transmitted in the air, all e�ects related to
interaction between glass and light (Rayleigh scattering, dis-
persion, nonlinear e�ects) are strongly reduced. Such �bers
are expected to achieve ultra-low transmission losses.

Hollow core PBG �bers. Microstructured PBG �bers with
a square or hexagonal lattice (using a silicate glass with
nD = 1:52) were developed at ITME with the objective to ver-
ify the possibility of achieving the PBG e�ect in a multicom-
ponent glass photonic �ber and to check its guiding properties.
Figure 17 shows the designed structures of the preforms, the
cross section of the drawn subpreforms and the �nal �bers
for square and hexagonal lattice hollow core �bers. In the
structure of the square lattice PBG �ber a total of nine (3�3)
capillaries were removed to achieve 11 �m hollow core in a
125 �m �ber. Fiber in Fig. 20b has a hexagonal lattice with
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a relatively large (31 �m) hollow core created by removal of
37 central capillaries. The �ber C is a double hollow core.
Cores are separated by one hole structure. Each has 18 �m in
diameter (in a 117 �m �ber) and were formed by removing
of 19 for each core. All PBG �bers presented in Fig. 20 have
very high relative air hole size (d=�) which is necessary for
existence of a photonic bandgap.

Figure 18 shows measured transmission spectrum of
a square lattice PBG �ber shown in Fig. 17a. Obtained re-
sults revealed existence of a bandgap at about 1600{1700 nm
(which was already close to the long-wavelength sensitivity
limit of the OSA). We measured the transmission for several
lengths of the �ber (Fig. 18). An increase of the bandgap size
for shorter pieces of the �ber was observed as expected.

a)

b)

c)

Fig. 17. Hollow core PBG �bers: a) square lattice single core (�ber diameter 125 �m, lattice constant 3.6 �m, d=� = 0:94, core diameter
11 �m); b) hexagonal lattice single core (�ber diameter 130 �m, lattice constant 3 �m, d=� = 0:93, core diameter 31 �m); c) hexagonal

lattice double core (�ber diameter 117 �m, lattice constant 2.9 �m, d=� = 0:93, diameter of each core 18 �m)

a) b)

Fig. 18. Transmission of white light through 115 �m square lattice hollow core PCF, for a sample a) 50 cm long and b) 30 cm long after
Ref. 17
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Images demonstrating propagation of light in the hexag-
onal lattice hollow-core PBG �bers are presented in Fig. 19.
For the single hollow core �ber (Fig. 17b, Fig. 19a) photonic
bandgap existance and guidence of light in range 560{670 nm
is clearly observable. Measurements of transmission for the
�ber B (shown in Fig. 17b, length 103 cm) are presented
in Fig. 20. Measured attenuation of this �ber was 2.1 dB/m
what is far below glass attenuation (about 15 dB/m). In the
case of double hollow core �ber (Figs. 17c, 19b) a wide,
photonic bandgap exists in the range of 595{750 nm. Trans-
mission measurements for each core individually are shown
in Fig. 21 [18]. Figure 19c shows propagation of green light
(incident light was white) in a hollow core of a 235 �m PBG
�ber. Central air-hole diameter is 16 �m, structure air-hole
diameters are 5.5 �m, relative hole size is for this �ber is
d=� = 0:9. Details of designing of these �bers and related
numerical modeling was summarized in [17].

a)

b) c)

Fig. 19. Hexagonal lattice hollow core PCFs. Guidance of light in
the hollow core in the wavelength range of the photonic bandgaps

can be observed

Fig. 20. Spectrum transmitted by hollow core of hexagonal lat-
tice PBG �ber (outer diameter 130 �m, lattice constant 3 �m,

d=� = 0:93, core diameter 31 �m, sample length 103 cm)

a)

b)

Fig. 21. Spectrum transmitted by left (a) and right (b) hollow core
of double core PBG �ber (outer diameter 117 �m, lattice constant

2.9 �m, d=� = 0:93, cores diameter 18 �m, length 87 cm)

Solid core (all glass) PBG �bers. Several designs of all-
glass PBG �bers have been developed and fabricated at ITME.
Figure 22 presents a selected example of a solid core PBG
�ber fabricated at our Institute. The �ber was drawn from two
glasses: F2 (Schott) as the high index (1.62) and NC21 (ITME
melted) as the low index (1.53) glass. Core was created by 7
rods of the low index glass.

Fig. 22. Solid core (all-glass) PBG �ber, from left to right: preform design, subpreform, image of �ber, close-up of the photonic structure;
�nal �ber dimensions: diameter 95 �m, lattice constant 2.5 �m, d=� = 0:65, core diameter 8 �m
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Figure 23 shows propagation of white light in this �ber
and corresponding transmission spectrum, reveals two photon-
ic bandgaps: one 9 nm wide with central wavelength at 610 nm
and second 80 nm wide centered at a wavelength of 860 nm
(Fig. 24). Attenuation of this �ber was 13.3 dB/m measured
for � = 835 nm (core glass attenuation was 8.2 dB/m) [19].

Fig. 23. Solid core (all-glass) PBG �ber and light propagating in its
core made from lower index glass (guidance due to photonic bandgap

e�ect)

Fig. 24. Spectrum transmitted by the solid core all-glass PBG �ber
(�ber length 18.5 cm)

4.6. Photonic crystal �bers with double lattice (air holes
and micro�bers). Stack-and-draw method allows fabrication
of soft glass photonic crystal �bers with more complicated de-
signs, than summarized in previous sections. A double-lattice
PCF was proposed in [20], which consisted of a lattice of air-
holes with superimposed lattice formed by inclusions from a
second, higher-index glass. Introduction of such inclusions re-
quired the second glass to be thermally matched to the main
glass forming the �ber’s structure. Joint thermal processing
of two-glass structure opens up new possibilities in designing
of optical properties of a PCF and will be discussed in more
detail in a following section of this paper.

Design and subpreform of the PCF proposed in [20] is
shown in Fig. 25. It had a 17�17 square air-hole lattice, with
a superimposed lattice of 16x16 inclusions and a solid cen-
tral core, obtained by replacement of one capillary with a
glass rod. Additional glass rods with nD = 1:619 (Schott’s
F2 glass) and diameter adjusted to obtain 300{400 nm di-
ameter in the �nal �ber, were used. Refractive index of the
primary glass of �ber’s structure was nD = 1:518 (in-house
synthesized glass). The �nal �ber is shown in SEM images
in Fig. 26. Fiber diameter was about 140 �m, lattice constant
2.2 �m, diameter of air-holes was 1.4 �m, core diameter 3 �m,

diameters of inclusions was 320 nm. Lattice of inclusions
can be observed in the SEM in Fig. 26. The photonic struc-
ture has only small deformations but they are located away
from the �ber’s central area with the core, Fig. 26. The de-
fect seen in Fig. 25 do not in
uence global guiding properties
of the �ber. Guiding of white light was recorded experimen-
tally in this �ber together with selective (red to blue depend
on �ber’s diameter) guiding in micro�bers. Also a band gap
e�ect has been identi�ed in the �ber containing only mi-
cro�bers square lattice, Fig. 27. Another PCF with hollow
core has been designed as square, 17�17 air-hole lattice with
a superimposed 16x16 solid inclusion lattice (inclusions lo-
cated between capillaries). Refractive index of inclusions was
nD = 1:609 (zirconium silicate glass, synthesized at ITME).
The primary glass was a sodium-calcium silicate glass with
nD = 1:52. Hollow core was arranged by removal 9 (3�3)
capillaries. Structure design, drawn subpreform and an im-
age with close-up of its structure with visible inclusions is
presented in Fig. 28.
a) b)

Fig. 25. PCF with double, square lattice (air holes and solid in-
clusions): a) structure design; b) actual subpreform cross section

(diameter 6.25 mm)

a) b)

c)

Fig. 26. PCF with double, square lattice (holes and micro�bers)
(SEM)
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Fig. 27. PBG e�ect in the �ber with square lattice of micro�bers
made from higher refractive index glass

a) b)

c)

Fig. 28. Hollow core PCF with double square lattice consisting of air-
holes and solid inclusions: a) design of photonic structure; b), c) sub-

preform cross sections

a) b)

Fig. 29. Hollow core PCF with double (holes and micro�bers) square
lattice

4.7. Highly nonlinear single-mode photonic crystal �bers
for supercontinuum generation. Supercontinuum generation
(SG), �rst reported in the ’70 [21], has been extensively stud-
ied in the past decade in context of photonic crystal �bers.

PCFs enable unique advantages for SG in terms of dispersion
engineering, so that the dispersion pro�le of the �ber, critical
to e�ciency of the nonlinear broadening process, can be used
to fabricate PCFs with zero-dispersion wavelength matched to
highly e�cient laser pump sources [22]. Of particular inter-
est in the recent years are glasses which enable mid-infrared
transmission { SG up to around 4{5 �m has been reported
eg. tellurite glass suspended core photonic crystal �ber [23],
chalcogenide glass �ber [24] and various 
uoride step-index
�bers [25].

Our group develops nonlinear PCFs from heavy metal ox-
ide glasses of the TeO2-WO3-(Na2O+Nb2O5) and SiO2-PbO-
Bi2O3-Ga2O3-CdO systems (designated TWPN/I/6 and PBG-
08 respectively). Both glasses combine advantages of broad
transmission window from the visible to the mid-infrared
around 5 �m, high value of nonlinear refractive index n2
and high resistance to recrystallization. Transmittance spectra
of both glass systems are shown in Fig. 30 together with one
of Schott’s soft glasses characteristic for reference. Recent-
ly three PCFs designs were demonstrated, which enabled SG
covering the entire near-infrared spectrum up to around 2.5{
2.7 �m. Presently, onset of OH absorption at around 2.8 �m
prohibits further redshift of spectra. Since this is not the mul-
tiphonon absorption edge of these glasses, enhancements in
glass synthesis technology should enable to overcome this
problem.

Fig. 30. Transmittance spectra of TWPN/I/6 and PBG-08 soft glasses
with Schott’s SF57 glass for reference

Two PCFs were designed with a regular, hexagonal lat-
tice of air-holes and one with suspended core lattice. The �rst
�ber, drawn from tellurite glass TWPN/I/6, is shown with
guided mode in Fig. 31a. It has 120 �m outer diameter. The
hexagonal photonic structure is 23 �m in diagonal, the lattice
constant is � = 2 �m, linear �lling factor d=� = 0:75 �m,
and a solid core has 2.7 �m diameter. Fiber core has a very
regular, circular geometry, which should result in negligible
birefringence. Calculated birefringence of this �ber was be-
low 10�6. Dispersion pro�le of the �ber shown in Fig. 31b,
calculated from SEM image of the drawn �ber, has ZDW at
1410 nm and 4236 nm with a maximum of 193 ps/nm/km at
2800 nm. Calculated e�ective mode area at pump wavelength
was 3.0 �m2. For a measured nonlinear refractive index of
our glass n2 = 18 � 10{20 m2/W, this value yields non-
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linear coe�cient 
 = 238:6 W�1km�1. SG in this type of
PCF was obtained under pumping with 150 fs pulses cen-
tered at 1580 nm. Experimentally recorded supercontinuum
spectra for incident pump pulse energies of 15, 25 and 35 nJ
are shown in Fig. 31c. The measured spectra were stable and

uctuated only with input laser intensity variations. All spec-
tra were recorded in only 2 cm long PCF sample [26]. The
second �ber was drawn from the PBG-08 glass and had a
suspended core photonic structure, in which the central core
(1.2 �m id diameter) area was surrounded by three large air-

holes, as shown in SEM images in Fig. 32a. Thickness of
the supporting struts was about 290 nm. Dispersion pro�le,
calculated for the �ber using real �ber structure revealed zero
dispersion wavelength located over 1600 nm, which preclud-
ed e�cient pumping on the anomalous side of the ZDW with
disposed pump sources operating at around 1550 nm. Nev-
ertheless, experimentally recorded supercontinuum spectrum
{ shown in Fig. 32b { under pumping with 70 fs pulses at
1550 nm reached a wavelength of 2600 nm for �ber sample
length of just 5.5 cm [27].

a)

b) c)

Fig. 31. a) Large image of photonic structure close-up with propagating mode as seen in a CCD camera, and SEM images of photonic
structure, b) calculated dispersion pro�le of the PCF and C) measured supercontinuum spectra for incident pump pulse energy of 15, 25

and 35 nJ after Ref. 26

a)

b)

Fig. 32. a) SEM images of photonic structure of the developed suspended core photonic crystal �ber using PBG-08 glass and b) measured
supercontinuum spectrum in the �ber [after Ref. 27]
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a)

b)

c)

Fig. 33. a) SEM images of photonic structure with di�erent relative
air hole size b) calculated dispersion pro�le of the PCF and c) mea-
sured supercontinuum spectra for incident pump pulse energy from 8
to 20 nJ and pulse durations of about 0.9 ps from an erbium-doped,

mode-locked �ber laser after Ref. 28

The third �ber, drawn also from PBG-08 glass, had a reg-
ular, hexagonal photonic crystal lattice, shown on SEM im-
ages in Fig. 33a. The lattice consisted of 8 rings of air holes
with a lattice constant typically at � = 2:4 �m and relative
hole size d=� = 0:73 in the �rst ring and d=� = 0:5 in the
remaining seven rings. Relative hole size of the outer rings
is decreased in order to increase modal losses of the higher
order modes We veri�ed numerically, that the �ber should
be guiding the fundamental mode with negligible modal loss,
and just a few higher order modes with signi�cantly increased
modal losses. We also measured near-�led output pro�le of
the PCF, which was very close to pure Gaussian. Based on
this, we consider the �ber to be e�ectively single mode. The
diameter of the core of the PCF is 3.1 �m with a photonic
cladding diameter of 39.4 �m. The total �ber diameter was
159.8 �m. Dispersion of the �ber was calculated using SEM
image of the �ber structure and veri�ed experimentally (un-
balanced Mach-Zehnder interferometer setup) and location of
zero dispersion wavelength was con�rmed at around 1465 nm,
Fig. 33b. As the pump source, a robust setup of an erbium

�ber laser has been used, in which sub-ps pump pulses at
1550 nm were obtained by means of passive mode-locking
with either nonlinear polarization rotator or graphene-based
saturable absorber [28]. Supercontinuum spectra, shown for
di�erent input pulse energies in Fig. 33c, spanned the wave-
length range from 800 nm to over 2400 nm, which was the
limit of our measurement setup at that experiment.

4.8. All-solid glass photonic crystal �bers with 
attened
all-normal dispersion pro�le. Majority of research in SG is
focused on obtaining the widest spectral bandwidth possible.
The straightforward method for that is using a highly nonlinear
PCF as the nonlinear medium, and a pump source operating at
a wavelength close to the zero dispersion point on its anom-
alous dispersion side. Spectral broadening is then based on
very e�cient soliton-based dynamics and multi-octave span-
ning spectra have been reported in setups working in this
regime [23{25]. The down side of soliton-based supercon-
tinuum spectra are however their high susceptibility to laser
shot noise, and low temporal stability [29]. An alternative
approach to SG is exploiting broadening in the normal dis-
persion range of wavelengths, which precludes soliton forma-
tion and results in very stable and coherent broadening, albeit
at a cost of bandwidth. Another important issue to address
is the necessity to provide a nonlinear medium with a 
at-
tened normal dispersion pro�le, preferably with a local max-
ium at around intended pump wavelength. Using expertise in
thermal matching of di�erent glasses for structured �ber op-
tic components, we recently demonstrated all-solid photonic
crystal �bers with photonic lattice made of two types of ther-
mally compatible glasses with di�erent refractive indices and
di�erent dispersion pro�les. Dispersion engineering in such
structures is enabled with an additional degree of freedom
against air-hole PCFs, since dispersion pro�le can be shaped
not only by waveguide dispersion determined by the photon-
ic microstructure, but also by resulting material dispersion
of the two used glasses. All-solid PCFs with 
attened, nor-
mal dispersion pro�les optimized for SG pumping with wave-
lengths from the range of 1300{1600 nm have been recently
reported by our group [30]. With a �ber from this series,
shown in Fig. 34a, SG pumped with 120 fs pulses centered
at 1360 nm (OPA) has been recorded covering spectral range
of 900{1900 nm { Fig. 34c, [31]. The �ber was drawn from
capillaries made of N-F2 glass and with central N-F2 rod for
the core. The capillaries were �lled with NC21 glass rods and
the whole structure was inserted into an NC21 glass tube. Cir-
cular elements of the preform attained hexagonal shape during
drawing. The drawn �ber had 137 �m in diameter, hexagonal
photonic lattice was 35 �m in diagonal, capillary diagonal was
d = 2:1 �m and lattice constant of � = 2:3 �m with resulting
relative capillary size of d=� = 0:91. Solid N-F2 core had
about 2.5 �m diameter. The dispersion characteristic of the
�ber, calculated is shown in Fig. 34b along with SEM image
of drawn �ber structure used for calculation. The dispersion
pro�le was measured up to around 1700 nm. Both results are
in good agreement, with small discrepancy for longer wave-
lengths, which can be assigned to di�usion of glasses in an
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all-solid photonic structure. Another important advantage of
all-solid PCFs for supercontinuum generation, demonstrated
very recently [32] is that they can be spliced with relatively
small losses, which creates a high potential for designing of
e�cient and robust all-�ber sources of coherent, broadband
radiation.

a)

b)

c)

Fig. 34. a) SEM images of the all-solid photonic structure, b) calcu-
lated and measured dispersion pro�le of the PCF and c) measured
supercontinuum spectrum pumped with 120 fs pulses and 50 nJ of
incident energy (18% coupling e�ciency into �ber) after Ref. 31

5. Conclusions
The stack-and-draw method, combined with recrystalliza-
tion resistant glass synthesis technology, enables fabrica-
tion of a breadth of high quality microstructured �ber optic
components, encompassing, but not limited to classic image
guides, photonic crystal �bers and photonic bandgap �bers.
The disposed state-of-the-art in structured �ber optics draw-
ing technology enables designing and fabricating new types
of microstructured �bers with complicated, asymmetric re-
fractive index pro�les, high nonlinearities or high birefrin-
gence, large mode areas or broadband, 
attened dispersion
pro�les. Specialty structured �bers containing containing con-
ducting, semiconductive, magnetostrictive elements, or meta-
materials (with controlled permittivity and permeability, con-
taining metal nanowires) are also investigated.
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